
FJ RATCHFORD
Colorado
Technical 

Specificaion

Property Test Method

Basematerial 100% Rayon Laminated on 50 g/m2 Basepaper

Warp tex 20

picks/cm 30 EN 1049-2

Weft 20

30 EN 1049-2

Total Weight g/m2 195± EN ISO 12127

mm 0.24±0.03 EN ISO 5084

warp N/50mm >300 EN ISO 13934-1

weft N/50mm >250 EN ISO 13934-2

warp % <10 EN ISO 13934-3

weft % <25 EN ISO 13934-4

warp mN 200-400 DIN 53121

weft mN 70-200 DIN 53122

Foil Blocking Gold + Platex

Silver + Platex

Lightfastness 04-Jun EN ISO - 105-B 02

Changes Date of Issue 10.04.12

Revision state 3


